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TOB «KAPTMATHAGTOXIM»

CNELUDIKALIA AKOCTI
MONIETUNEH; TY Y 20.1-33129683-008:2017 — mapka HXF4810 H
QUALITY SPECIFICATION
POLYETHYLENE; TU U 20.1-33129683—-008:2017 - grade HXF4810 H
HalmMeHyBaHHA NokasHMKa Hopma
Property Value
30BHILWHIA BUrnaa/Appearance Bini rpanynu ogHakoBoi
reomeTpu4yHol hopmu 6e3 XBOCTIB.
1 CnikaHHs rpaHyn He gonyckaeTbes /
White pellets identical in shape
without tails. Caking is not allowed.
MokasHuK Teky4oTci posnnasy (MTP),
5 r/10xe/Melt index (M), g/10 min
* | npwu 5,0 krc/at 5.0 kg -
npu 21,6 krc/at 21.6 kg 8-12
BigHowenHa MTP 21,6/1TP 5,0
3. Mip1 /Ml 18-33
4. |Tyctuna, r/lcm®/Density, g/lom® 0,946-0,950
5 Macosa 4acTka 3onu, %, He Ginbwe/Ash, % 0.1
| by wt., max ;
CTyniHb YMCTOTHK, BigH. o4., He MeHwe/Purity 90
degree, min
Konip, BigH. od., He meHwe/Color, min 96
8 OuiHKa 30BHIWHBLOrO BUIMSAY NIiBKK, BigH. +20
" |ofa., He meHwe/Film rating, min
9 "paHuusa TekyvocTi npu poaTary, MlMa, He 18
" |meHwe/Tensile strength at yield, MPa, min
10 MiuHicTb npu pospusi, MlMa, He 30
" |meHwe/Tensile strength at break, MPa, min
11 BiaHOCHe BMOOBXEHHA Npu po3pusi, % He 550
" |meHwe/Ultimate elongation, %, min
12 Mopayrnb enacTu4HOCTI (CekaHT Moaynb),
" |MMa, He meHwe / Elasticity (secant 750
modulus), MPa, min




